WAVELENGTH (pm)

1.4

- GDS113

1.2

Muscovite Al oct -
cation no. —

179

GDS119

GDS118

SCALED REFLECTANCE

1.0
| GDS111
0.8 | Lab
IIIIIIIIIIIIIIIIIIIIIIIIII
2.0 2.1 2.2 2.3 2.4 2.5
WAVELENGTH (um)
2.220 1 ® @ Laboratory standard
] O Field sample
] A AVIRIS
2.215 1
2.210 ]
2.205
: R?=0.94
2.200 1
1 AI°“=(\-2293)/-0.05226 ®
_ (2194 <\ <2217 pum) B (189)
2195 +—+—/—mm—m————7——
1.4 1.5 1.6 1.7 1.8 1.9

Al oct
PER 11 OXYGEN EQUIVALENTS KAIl> (Si3AlO10)(OH);



